
«.'. 1

Testing Laboratories, Inc.
,,940 South Hamey SL Seattle Vfashineton 98108 (205)767-5060

Certificate
Chemistry. Microbiology and Technical Services

CLIENT: Ash Grove Cement West, Inc.
3801 E. Marginal Way S.
Seattle, WA 98134

- ATTN: Nathan A. Fernow,

REPORT ON: RAW MATERIALS ,

LABORATORY NO. 89505

DATE: May 13, 1985

P0# S-607

SAMPLE
IDENTIFICATION

JESTS PERFORMED
AND RESULTS:

Submitted 4-25-85 and Identified as shown below:

1>): Ash Grove Cement West Raw Material Sample #1
2) Ash Grove Cement West RaW MateMa'V Sample #2
33-Ash Grove Cement West Raw Material Sample #3

Tacoma slag
UW fly ash
Can. coal

Samples were analyzed in accordance with 40 CFR, Part 261.24 for EP Toxicity,
with results as shown below:

concentration, mg/L

Arsenic
Barium
Cadmium
Chromium
Lead
Mercury
Selenium
Silver

2.6
0.2
0.06

<0.1
<0.1
<0.005
<0.2

V
<0.2
0.7

<0.01

<o!o05
<0.2

•. 3."
• I •
<0.2
0.4

<0.01

<o!o05
<0.2.

' MCL

•5.0
100.
1.0
5.0
5.0
0.2
1.0
5.0

Key

MCL = Maximum Contamination Level allowed per regulation.
< = Less than

Respectfully submitted,

Laucks Testing Laboratories, Inc.
USEPA SF

1261135
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. This report is submitted tor Ins axctustee use ol the person, partnership, or corporation to whom It te addressed. Subsequent u» ol the name ol this company or any
.member ol Its raff In connection with tie advertising or sale of any product or process wil be granted only on contact. This company accepts no responsOiilily eicepl
tor the due pBrtarmence ol inspection end/or analysis In good (aim and according to the rules of the trade and of sdence.
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